
Materials Comparison Chart

The following materials are commonly referenced in the Sodick cutting
condition tables. Use this chart for a conversion to AISI standard.
JIS= Japanese Industry Standard.
AISI = American Iron and Steel Institute.

JIS AISI
Agw Silver Tungsten
AL           Aluminum
Cu   Copper
CuW Copper Tungsten
GRl Graphite / Poco 100 (course grade)
GR2 Graphite / Poco 3 (premium grade)
HR750 Copper Alloy
HPM38 420 Mold Stainless Steel (magnetic)
NAK55 P21 Mold Steel
NAK80 P21 Mold Steel
S55C 1055 Carbon Steel
SCM4 4140 Chrome Molybdenum Steel
SCM440 4140 Chrome Molybdenum Steel
SK3 W1 Carbon Tool Steel
SKDl D3 Alloy Tool Steel
SKDll D2 Alloy Tool Steel
SKD12 A2 Alloy Tool Steel
SKD61 H13 Mold Steel
SKH51 M 2 High Speed Tool. Steel
SUS304 304 Stainless Steel (nonmagnetic)
Stavax 420 Mold Stainless Steel (magnetic)
WC Carbide
V4 Carbide
G5 Carbide
ZAS zinc Alloy


